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Q3 (Materials Science, Multidisciplinary)

	Да
	CiteScore 2.7; 
52% (Materials Science: General Materials Science)
	A. Naizabekov,
S. Lezhnev
E. Panin,
I. Volokitina,
A. Arbuz,
T. Koinov,
I. Mazur
	Соавтор

	5
	ECAP processed silumin AK9 modified by ligature Al alloy: mi-crostructure and mechanical prop-erties
	Статья
	Journal of Chemical Technology and Metallurgy, 54, 2, 2019. – рр. 397-405.
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Lezhnev S.N.
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	Effects of complex modifiers containing nanocarbon additives on structure and properties of high-strength cast iron
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Q3 (Metallurgy & Metallurgical Engineering)
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44% (Materials Science: Materials Chemistry)
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Panin E.A.,
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I. Volokitina, 
E. Panin,
A. Naizabekov, 
S. Lezhnev
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	Recycling of stainless steel bar scrap by radial-shear rolling to obtain a gradient ultrafine-grained structure
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	21
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	Thermomechanical treatment of steel using severe plastic deformation and cryogenic cooling
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DOI    10.1016/j.matlet.2021.130598


	Impact Factor 3.423;
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78% (Materials Science: General Materials Science)
	A. Volokitin,
A. Naizabekov,
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	Соавтор
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Naizabekov A.B., Panin E.A., 
Volokitina I.E., Arbuz A.S.
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11% (Materials Science: General Materials Science)
	А. Naizabekov, 
S. Lezhnev,
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I. Volokitina, 
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	Соавтор
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	Mechanism and patterns of wear of chrome steels with a surface-modified layer
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	Materials Letters, Volume 303, 2021, 130489
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	Impact Factor 3.423;
Q2 (Materials Science, Multidisciplinary)
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78% (Materials Science: General Materials Science)
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E. Pozdnyakov, 
D. Kuis
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	Journal of Chemical Technology and Metallurgy, 57, 1, 2022, 205-210.
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36% (Engineering: Industrial and Manufacturing Engineering)
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D. Kuis,
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	Metal Science and Heat Treatment, 2022 Vol. 63. pp 491-495.
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	Соавтор
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	Modification of elastomer composites by ionizing radiation
	Статья
	Journal of Chemical Technology and Metallurgy, 57, 5, 2022, рр. 895-900
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38% (Engineering: Industrial and Manufacturing Engineering)
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A. Mozyrev,
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S. Lezhnev
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	31
	Modeling and study of the technology for obtaining solder wire from new silver‑based alloys without cadmium
	Статья
	The International Journal of Advanced Manufacturing Technology, 2022, 121(11-12). рр. 8065–8081
https://doi.org/10.1007/s00170-022-09917-3
	Impact Factor 3.563;
Q2 (Engineering, Manufacturing)

	Да
	CiteScore 6.4; 
81% (Engineering: Industrial and Manufacturing Engineering)
	S.B. Sidelnikov,
O.O. Vinogradov,
E.S. Lopatina,
N.N. Dovzhenko,
D.S Voroshilov,
S.N. Lezhnev,  
O.S. Lebedeva,
N.N. Zagirov
Y.D. Ditkovskaia
R. I. Galiev,
V I. Ber
	Соавтор
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	Concepts analysis of asymmetry factor implementation during rolling in relief rolls
	Статья
	Journal of Chemical Technology and Metallurgy, 57, 6, 2022, рр. 1243-1250
	
	
	CiteScore 1.4; 
38% (Engineering: Industrial and Manufacturing Engineering)
	A. Esbolat,
 E. Panin, 
A. Arbuz, 
D. Kuis, 
S. Lezhnev,
I. Krupenkin, 
M. Erpalov
	Соавтор

	33
	Solving applied problems of elasticity theory in geomechanics using the method of argument functions of a complex variable
	Статья
	Eastern-European Journal of Enterprise Technologies, 2022, 5 (7 (119)), 105–113
	
	
	CiteScore 2.0; 
46% (Engineering: Industrial and Manufacturing Engineering)
	Chigirinsky V., Naizabekov A.,
Lezhnev S., Kuzmin S., 
Naumenko О.
	Соавтор

	34
	Development of Asymmetric Rolling as a Severe Plastic Deformation Method: A Review
	Статья
	Journal of Ultrafine Grained and Nanostructured Materials, Vol. 55, No.2, 2022, pp. 97-111.
	
	
	CiteScore 0.4; 
15% (Materials Science: Metals and Alloys)
	A.B. Esbolat, E.A. Panin, 
A.S. Arbuz, 
A.B. Naizabekov,
S.N. Lezhnev, A.S. Yerzhanov, I.I. Krupenkin,
I.E. Volokitina, A.V. Volokitin
	Соавтор

	35
	Study of the forging process in a new design tool implementing alternating deformations
	Статья
	Journal of Chemical Technology and Metallurgy, 58, 1, 2023, 217-221.
	
	
	CiteScore 1.4; 
38% (Engineering: Industrial and Manufacturing Engineering)
	S. Lezhnev,
A. Naizabekov, 
D. Kuis,
E. Panin
	Первый автор

	36
	Investigation the structure and properties of deformed semi-finished products produced from chips of Al-Mg alloys system alloyed with scandium
	Статья
	International Journal of Lightweight Mate-rials and Manufacture, 6 (2023), рр. 46-58.
	
	
	CiteScore 8.3; 89% (Engineering: Industrial and Manufacturing Engineering)
	S.B. Sidelnikov, N. N. Zagirov, Y.N. Loginov, E.S. Lopatina, D.S. Voroshilov,
S.N. Lezhnev,
 E.V. Ivanov, 
A.S. Saparova, M.V.Voroshilova, 
V.I. Ber, 
Е.V Feskova, E.V. Zagirova
	Соавтор
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	Fatigue properties and tribological tests of AISI 316 steel after high pressure torsion
	Статья
	Journal of Chemical Technology and Metallurgy, 58, 2, 2023, 412-419.
	
	
	CiteScore 1.4; 
38% (Engineering: Industrial and Manufacturing Engineering)
	A. Volokitin, 
I. Volokitina, 
A. Naizabekov,
D. Kuis, 
S. Lezhnev,
E. Panin
	Соавтор
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	Finite Element Modeling of ECAP-Linex Combined Process of Severe Plastic Deformation
	Статья
	Modelling and Simulation in Engineering
Volume 2023, Article ID 1573884
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	CiteScore 2.8; 
63% (Engineering: General Engineering)
	E. Panin , 
I. Volokitina, 
A. Volokitin, 
A.  Naizabekov, G. Akhmetova,
S. Lezhnev,
 A. Tolkushkin, 
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R. Yordanova
	Соавтор
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	Статья
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	Первый автор
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